NASA/CR-1999-209833
ICASE Report No. 99-53

Polarization Stability of Amorphous Piezoelectric
Polyimides

C. Park
NASA Langley Research Center, Hampton, Virginia

Z. Ounaies
ICASE, Hampton, Virginia

J. Su, J.G. Smith, Jr., and J.S Harrison
NASA Langley Research Center, Hampton, Virginia

December 1999



The NASA STI Program Office . . . in Profile

Since its founding, NASA has been dedicated
to the advancement of acronautics and space
science. The NASA Scientific and Technical
Information (STI) Program Office plays a key
part in helping NASA maintain this

important role.

The NASA STI Program Office is operated by
Langley Research Center, the lead center for
NASA’s scientific and technical information.
The NASA STI Program Office provides
access to the NASA STI Database, the

largest collection of aeronautical and space
science STI in the world. The Program Office
is also NASA’s institutional mechanism for
disseminating the results of its research and
development activities. These results are
published by NASA in the NASA STI Report
Series, which includes the following report

types:

» TECHNICAL PUBLICATION. Reports of
completed research or a major significant
phase of research that present the results
of NASA programs and include extensive
data or theoretical analysis. Includes
compilations of significant scientific and
technical data and information deemed
to be of continuing reference value. NASA
counter-part or peer-reviewed formal
professional papers, but having less
stringent limitations on manuscript
length and extent of graphic
presentations.

« TECHNICAL MEMORANDUM.
Scientific and technical findings that are
preliminary or of specialized interest,
e.g., quick release reports, working
papers, and bibliographies that contain
minimal annotation. Does not contain
extensive analysis.

+ CONTRACTOR REPORT. Scientific and
technical findings by NASA-sponsored
contractors and grantees.

¢ CONFERENCE PUBLICATIONS.
Collected papers from scientific and
technical conferences, symposia,
seminars, or other meetings sponsored or
co-sponsored by NASA.

» SPECIAL PUBLICATION. Scientific,
technical, or historical information from
NASA programs, projects, and missions,
often concerned with subjects having
substantial public interest.

+ TECHNICAL TRANSLATION. English-
language translations of foreign scientific

and technical material pertinent to
NASA’s mission.

Specialized services that help round out the
STI Program Office’s diverse offerings include
creating custom thesauri, building customized
databases, organizing and publishing

research results . . . even providing videos.

For more information about the NASA STI
Program Office, you can:

¢ Access the NASA STI Program Home
Page at http://www.sti.nasa.gov/STI-
homepage.html

* Email your question via the Internet to
help@sti.nasa.gov

» Fax your question to the NASA Access
Help Desk at (301) 621-0134

+ Phone the NASA Access Help Desk at
(301) 621-0390

e Write to:
NASA Access Help Desk
NASA Center for AeroSpace Information
7121 Standard Drive
Hanover, MD 21076-1320



NASA/CR-1999-209833
ICASE Report No. 99-53

Polarization Stability of Amorphous Piezoelectric
Polyimides

C. Park
NASA Langley Research Center, Hampton, Virginia

Z. Ounalies
ICASE, Hampton, Virginia

J. Su, J.G. Smith, Jr., and J.S Harrison
NASA Langley Research Center, Hampton, Virginia

Institute for Computer Applications in Science and Engineering
NASA Langley Research Center

Hampton, VA

Operated by Universities Space Research Association

National Aeronautics and
Space Administration

Langley Research Center Prepared for Langley Research Center
Hampton, Virginia 23681-2199 under Contract NAS1-97046

|
December 1999



Available from the following:

NASA Center for AeroSpace Information (CASD
7121 Standard Drive

Hanover, MD 21076-1320

(301) 621-0390

National Technical Information Service (NTIS)
5285 Port Royal Road

Springfield, VA 22161-2171

(703) 487-4650



POLARIZATION STABILITY OF AMORPHOUS PIEZOELECTRIC POLYIMIDES

C. PARK!, Z. OUNAIES?, J. SU', J.G. SMITH JR.> AND J.S. HARRISON®

Abstract. Amorphous polyimides containing polar functional groups have been synthesized and
investigated for potential use as high temperature piezoelectric sensors. The thermal stability of the
piezoelectric effect of one polyimide was evaluated as a function of various curing and poling conditions
under dynamic and static thermal stimuli. First, the polymer samples were thermally cycled under strain
by systematically increasing the maximum temperature from 50°C to 200°C while the piezoelectric strain
coefficient was being measured. Second, the samples were isothermally aged at an elevated temperature
in air, and the isothermal decay of the remanent polarization was measured at room temperature as a
function of time. Both conventional and corona poling methods were evaluated. This material exhibited

good thermal stability of the piezoelectric properties up to 100°C.

Key words. amorphous polyimides, piezoele'ctricity, thermal stability, temporal stability, corona
poling, partial curing
Subject classification. Physical Sciences: Materials

1. Introduction. Aromatic polyimides have been used in a wide variety of aerospace applications
because of their chemical and radiation resistance, with excellent thermal, mechanical, and dielectric
properties. Recently, a series of novel piezoelectric polyimides containing pendant, polar groups have
been synthesized and evaluated at NASA-LaRC for potential use in micro-electro-mechanical systems
(MEMS) devices [1,2]. The initial investigations have shown that they exhibited a piezoelectric response
at temperatures in excess of 150°C [3]. Experimental studies of the thermal stability of a piezoelectric
amorphous polyimide, (B-CN)APB/ODPA, are presented here as a function of various curing and poling
conditions under dynamic and static thermal stimuli. Both conventional and corona poling methods were
employed for this study. Corona poling was used to maximize the degree of dipolar orientation and
minimize localized arcing during in-situ imidization and poling. The results of both poling methods are

discussed.
2. Experimental

2.1. Film preparation. The polyimide evaluated was (B-CN)APB/ODPA, which was prepared
from 2,6-bis(3-aminophenoxy) benzonitrile ((B-CN)APB) and 4,4’ oxidiphthalic anhydride (ODPA) via a
polyamic acid solution in N,N-dimethylacetamide and subsequent thermal imidization. The synthesis was
reported in detail elsewhere [3]. The polyamic acid solution was cast to form approximately 30pum thick
films. The tack-free films were imidized under various cure cycles to produce samples having different

degrees of imidization. The exact cure cycles are summarized in Table 1. A silver layer, approximately
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200nm thick, was evaporated on both sides of the films for conventional poling and only one side of the
films for corona poling.
TABLE 1.
Processing parameters and properties of partially cured, corona poled (B-CN)APB/ODPA: cure cycle, T,, degree of imidization
(A1780cm™ A1500cm™ ), and P,

Sample Cure cycle (°C) T, before poling Al1780cm ' A1500cm’ P,

1 hour each, N, (°C) (mC/m?)
P100 50, 100 97 0.18 N/A
P150 50, 150 142 0.69 26
P200 50, 150, 200 166 0.82 9
P240 50, 150, 200, 240 218 1.00 4

2.2. Poling. The film specimens were poled using either a conventional or a positive corona poling
procedure. For the conventional poling, each sample was polarized by the application of a DC electric
field (8OMV/m) at an elevated temperature (T + 5°C) in a silicone oil bath. For corona poling, a DC
field of 20 kV was applied to generate a positive corona using a single tungsten wire for four hours at
993°C and one hour at 212°C. The distance between the corona tip and the specimen was approximately
30mm. An argon gas was maintained during the poling process. For both poling processes, the dipoles
were oriented with the applied field at a temperaturc above T,, with subsequent cooling to below T in
the presence of the applied field. The resulting remanent polarization (Pr) is directly proportional to the

material’s piezoelectric response, and estimated from the following equation [4],
P, =¢g,Ac E, (1)

where g, is the permittivity of free space (8.854 pF/m), Ae is the dielectric relaxation strength, and £}, is
the poling field.

2.3. Characterization.

2.3.1. Degree of imidization. The glass transition temperatures (T,) of the films were measured
by differential scanning calorimetry using a Shimadzu DSC-50 at a heating rate of 20°C/min in air. The
T, was taken as an inflection point of the shift of the baseline of the DSC thermogram. The degree of
imidization was determined by a Nicolet FTIR spectrometer in an ATR mode using a Nicolet Contin’ m
IR microscope. The absorption peak at 1780cm™ (sym. carbonyl stretch) was used to determine the
degree of imidization and that at 1500cm™ (ring breathing modes of the aromatic moieties) was used as

an internal standard [5]. The results are presented in Table 1.

2.3.2. Thermally stimulated current (TSC) measurement. After poling, P, was measured as
a function of temperature. As the sample was heated through its T, at a heating rate of 1.5°C/min, the
depolarization current was measured using a Keithly 6517 electrometer. The P, is equal to the charge per
unit area, which is obtained from the data by integrating the current with respect to time and plotting it

as a function of temperature.

2.3.3. Piezoelectric measurement. The piezoelectric strain coefficient (d, ) was measured using a

Rheovibron DDV-II-C mechanical analyzer as a function of temperature for a range of frequencies. As



the polymer is strained along the direction of applied stress, a charge Q is generated on the surface of the
electrodes. A geometric factor is used to produce a geometry independent parameter, namely, surface

charge density per unit applied stress.

2.3.4. Thermal stability measurements. Thermal stability of the piezoelectricity in the (B-CN)
APB/ODPA system was carried out under both dynamic and isothermal conditions. First, the polymer
sample was thermally cycled under strain by systematically increasing the maximum temperature from
50 to 200°C at a heating rate of 2°C/min. The d, was measured as a function of temperature for four
runs, where the maximum temperature for each run was 50, 100, 150°C and 200°C. The effect of the
dynamic temperature cycling on the d;, was asscssed as % retention of the piezoelectric response. Second,
the as-poled samples were isothermally aged at 50, 100, 150 and 200°C in static air ovens. The aged
samples at each temperature were texted periodically and the P_was measured and compared to that of

the as-poled sample. The % retention of I’ was plotted as a function of aging temperature and time.
3. Results

3.1. Fully cured, conventionally poled (B-CN)APB/ODPA. The remanent polarization of
the fully cured, conventionally poled (B-CN)APB/ODPA was approximately 20mC/m? when poled at
80MV/m for one hour above T,. Figure 1 summarizes the results of the long-term thermal stability of
this polymer. The retained P after isothermal aging is presented as a function of aging time at the
various - temperatures. Excellent thermal stability was observed up to 100°C, and no loss of the
piezoelectric response was seen after aging at 50°C and 100°C up to 500 hrs. After aging at 150°C, 50%
of the initial P_was retained after 100} hirs. and remained constant until 450 hrs, while at 200°C, 13% of

the Pr was retained after 100 hrs.

. ] -‘
Y e .
. : | --e--50C
~ (oo T R EEEEE 100C
) ‘~.‘_\ i ~-a--150C 7
S U S e SRzt - - M- - 200C
g Ao
() E— I RS SN USROS
& i 150°C ;
@ SR AT s :
11 llllli A1 1 lllrgljﬂzoqcl 1 lllll-

10 100 1000

Aging time (hour)

FiG. 1. Thermal stability of P, of (B-CN)APB/ODPA after aging at various temperatures.

Thermal stability of the piezoelectric strain coefficient (d,) under dynamic conditions was also
studied and the results are shown in Figure 2. After cycling up to 50°C, no loss of the initial d was

observed on the 2nd run, as seen in the inset of Figure 2. The d_ of this polymer rapidly increased with



temperature above 90°C. A d, value of 5pC/N at the end of the 3rd run at 150°C and that of 10pC/N at
200°C at the end of the 4th run were obtained. These results are encouraging and portend use of these

polyimides as sensors in high temperature aerospace applications.

10 T T T T I T T T T T T
i e oL s B
9 B ypsa 1T N
g b R o :
o 03 :
L8 esp e I
L CF I
— - LEN o ;
LZ) 6 M2 A S S n g S
o O K™ ; A ™ . -
~ up to 50°C S S P
=" - O eeeeeereaneaeas I
4 B up to 100°C P
O — 0
< upto 150C
2 b T
-A — 0
A up to 200°C
r 1 “CHNAAANS

Temperature, T (”C)

F1a. 2. Dynamic stability of dy; of fully cured, conventionally poled polyimide film (1 Hz).

3.2. Partially cured, corona poled (B-CN)APB/ODPA. A positive corona poling was used
for the partially cured polymers in an attempt to maximize the degree of dipolar orientation and
minimize localized arcing during in-situ imidization and poling. The aligned polar groups should be
immobilized by additional imidization and subsequent cooling in the presence of an electric field. Table 1
summarizes the cure cycle, T,, and degree of imidization of the polyimides. Both the Tg and the degree of
imidization increased almost linearly with the final cure temperature. Thus, higher mobility of the
dipoles should be expected for the polymers cured at a lower temperature. The remanent polarization of
these specimens was measured, and listed in Table 1. The value of P_appeared higher when cured at
lower temperature. Since the mobility of the molecules of the partially cured polyimide should be much
higher than that of the fully cured one, the polar groups of the former are expected to orient parallel to
the field direction more efficiently than the latter. Therefore, poling in a partially imidized state may
produce a higher degrec of dipole orientation than poling in a fully imidized state, thereby generating
higher P . The P150 partially cured polyimide exhibited six times higher P_ than the fully cured one
under the same corona poling condition, which was greater than expected from the preliminary dielectric
measurement. Figure 3 shows an example of the P of a partially cured, corona poled (B-CN)
APB/ODPA (P150). The partially cured polymers tend to show broad double depolarizing current peaks
during TSC measurement while the fully cured ones depolarize with one sharp peak near T,. The double
peaks imply incomplete imidization during poling since the peak represent the T, and the dipoles poled
in a partially imidized state are thermally less stable than those poled in a fully imidized state. Since the
poling temperature for the partially cured polymers was selected 5°C above T of the fully cured one, the
dipoles aligned in the early stage (unimidized state) may not have had enough time to relax their

excessive free volume during the in-situ imidization and poling process. A gradual increase of the poling



temperature may be desirable to shift the lower peak maximum to the higher temperature, providing

more thermal stability to the polarized dipoles.

Figures 4(a) and (b) show the normalized retention of the piezoelectric strain coefficient, d,, of the
dynamic stability tests for both fully cured, conventionally poled and the partially cured, corona poled
(B-CN)APB/ODPA (P150), respectively. In both cases, the films exhibit very good thermal stability and
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Fi1G. 3. Thermally stimulated current measurement: current/area and P, versus temperature for partially cured (B-CN) APB/ODPA
(P150).

virtually no loss of d; was observed prior to reaching 150°C. After 150°C, both filins exhibited noticeable
loss of d,, however, the fully cured specimen still retained about 60% of the initial value while the
partially cured one retained less than 20%. The lower value of the partially cured one may be an artifact
due in part to incomplete imidization (Figure 3). Further investigations in this matter are underway. The
thermal stability of the poled amorphous polyimide {ilns did not show a significant change in the range

of the measurement frequencies, from 1Hz to 100Hz for both poling processes.

4. Conclusions. Thermal stability of the amorphous piezoelectric polyimide was evaluated as a
function of curing and poling conditions. The piezoelectricity of this polymer was stable under both
dynamic and static thermal stimuli and statistically no loss was observed up to 100°C. The partially
cured, corona poled polymers exhibited improved remanent polarization. Since this amorphous
piezoelectric polyimide can generate a piezoelectric response at elevated temperatures, its thermal

stability should be beneficial for high temperature aerospace applications.
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